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Abstract Nanofibers with high specific surface area and
chemical stability have broad prospects in the applications
of adsorption. However, the adsorption capacity is limited
by the scarcity of adsorption groups and storage space.
Herein, the activated carbon-hybridized and amine-mod-
ified nanofibers are prepared by integrating activated
carbon (AC) and polyacrylonitrile (PAN) via electrospin-
ning method and the subsequent amination, which could
provide additional storage space and adsorption groups for
ultrahigh adsorption capability. Thus, the obtained amine-
rich porous PAN nanofibers (APAN/AC) readily realized
the ultrahigh adsorption capacity for metal ions and dyes in
wastewater. Specifically, the adsorption capacity of APAN/
AC nanofibers were 284 mg$g–1 for Cr(VI) and
248 mg$g–1 for methyl orange, which were almost 2 and 4
times than that of amine-modified nanofibers (APAN) and
carbon-hybridized nanofibers (PAN/AC), respectively.
Moreover, the AC inhibited the chain mobility of polymer
matrix and thereby endowing APAN/AC nanofibers with
excellent recyclability. The adsorption capability retained
80% after nine adsorption-desorption cycles. The adsorp-
tion kinetics and corresponding mechanism were further
explored. This strategy combines the advantages of
polymer nanofibers and AC, opening a new avenue for
developing next-generation absorbent materials.

Keywords carbon-hybridized and amine-modified nano-
fibers, polyacrylonitrile, metal ions and dyes, wastewater,
adsorption kinetics

1 Introduction

Heavy metal wastewater and dye wastewater are two types
of water pollution that are environmentally hazardous and
difficult to treat. Adsorption method has triggered
tremendous attention in wastewater purification, exhaust
deodorization and energy recovery due to the feasibility in
technology, economy and operation stability [1–7].
Specific surface area, hydrophilic/hydrophobic properties
and surface charge are three of the influencing factors that
determine the adsorption performance of adsorbents in
wastewater treatment [8–10]. Furthermore, the recyclabil-
ity of adsorbents is another vital consideration in practical
application [11–13]. Recently, polymeric nanofibers with
excellent recyclability have received great attention among
various adsorbents, especially, the polyacrylonitrile (PAN)
nanofibers, which have a large specific surface area, strong
acid and alkali resistance and excellent mechanical
flexibility [14]. It has great application prospects as a
kind of recyclable adsorbents [15,16]. In addition, the
abundant nitrile groups (C≡N) of PAN nanofibers can
participate in targeted chemical reactions to anchor specific
adsorption groups [17]. Moreover, it can be easily woven
into various shapes for the use in continuous-flow
processes [18]. However, due to the lack of the interaction
force, PAN nanofibers are usually difficult to adsorb the
adsorbates and thus the adsorption capacity of pure PAN
nanofibers is negligible [19].
The accessibility of PAN nanofibers can be effectively

enhanced by modifying the nanofibers with adsorption
groups, thereby generating electrostatic attraction to
selectively and fast adsorb the adsorbates [20]. Amine
group is one of the adsorption groups exhibiting high
binding ability to many metal ions and anionic compounds
[21,22]. Chen and co-workers prepared aminated PAN
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nanofibers by coating polyethyleneimine, whose adsorp-
tion capacity to Cu(II) was 149.8 mg$g–1, higher than that
of the pure PAN nanofibers [3]. Furthermore, their study
showed that aminated PAN nanofibers exhibited excellent
selectivity, and the covalent bonds ensured high adsorption
capability and operation stability. The adsorption process
mainly occurs on the surface of nanofibers, therefore
although many attempts have been made to develop novel
functionalized PAN nanofibers, these nanofibers also show
unsatisfactory adsorption capacity [23]. Besides, nanofi-
bers with high modifying rate, that is for high adsorption
capacity usually do not have excellent mechanical stability
due to the enhanced chain mobility and solvent swelling
[24]. Thus, nanofibers with extra storage space as well as
excellent mechanical stability need to be developed to
improve the adsorption performance.
Different from polymeric adsorbents, inorganic materi-

als with porous structure can provide physical space for
high-loading adsorption [25–27]. Activated carbon (AC)
with high specific surface area and large pore volume is
one of the most commonly used inorganic materials [28–
30]. However, it has some limitations such as inferior cycle
regeneration and poor selectivity, which not only dis-
advantage the improvement of adsorption performance,
but also restrict its practical application [31]. By
comparison, if porous nanofibers could be manufactured
by integrating polymeric matrix and inorganic AC, they
would be promising for significantly improving the
adsorption performance through the synergistic effect of
these two components. Accordingly, the hybridization of
inorganic fillers into polymer matrix via electrospinning
method could be an attractive strategy. In this manner,
inorganic materials can provide more adsorption sites by
creating additional storage space inside the nanofibers, and
also inhibit the movement of the polymer chain segments
of the high modifying rate nanofibers, thereby enhancing
the mechanical stability of polymer nanofibers [32,33]. In
addition, the porous hybrid nanofibers prepared by
electrospinning method would have some intrinsic advan-
tages including high porosity, large specific surface area
and flexibility [34], which is unmatched by traditional
casting method. While this kind of porous hybrid
nanofibers have rarely reported as adsorbents until now.
Herein, activated carbon-hybridized and amine-modi-

fied PAN nanofibers were designed and synthesized by
electrospinning PAN and AC, followed by an amination
treatment. Synthesized by this way, the storage space
inside the nanofibers and the adsorption groups on the
surface were significantly improved, as well as the chain
mobility was further effectively inhibited. The micro-
structures and physicochemical properties of these nano-
fibers were investigated in detail. The adsorption behavior
was systematically evaluated by the adsorption isotherms
model and adsorption kinetics model. The results showed
that the synergistic adsorption effect of electrostatic

attraction and extra storage space of AC made this novel
adsorbent ultrahigh adsorption capacity, significantly
improved adsorption rate and excellent recyclability.
Its adsorption performance for metal ions and dyes
(> 248 mg$g–1) ranked the highest among PAN nanofibers
adsorbents and AC adsorbents. This rationally designed
hybrid porous adsorbent which combines the advantages
of polymeric nanofibers and porous AC, opens an
avenue for high-performance adsorption and separation
materials.

2 Experimental

2.1 Materials

PAN (Mw = 50000 Da) was obtained from Xiamen
Feieryang Environmental Protection Co. Ltd. (China).
AC was supplied by Laiyang Shuangshuang Chemical Co.
Ltd. (China) and it was crushed 1 h under a cell ultrasonic
pulverizer (particle size ranges from 40 to 130 nm).
Polyvinylpyrrolidone (PVP, Mw = 1300000 Da), K2Cr2O7,
and methyl orange (MO) were ordered from Shanghai
Aladdin Biochemical Technology Co. Ltd. (China). N,N-
dimethylformamide (DMF) and ethylenediamine (EDA)
were provided by Tianjin Kemiou Chemical Reagent Co.
Ltd. (China). The inorganic salt was purchased from
Beijing Chemical Factory (China). All other reagents were
of analytical grade and used without further purification.

2.2 Synthesis and characterization of APAN/AC nanofibers

2.2.1 Synthesis of APAN/AC nanofibers

A certain mass of AC (Table S1, cf. Electronic Supple-
mentary Material, ESM) was dispersed into DMF
(10.0 mL) solution and then ultrasonic treated for 1 h at
room temperature. Afterward, PAN (0.75 g) and PVP
(0.75 g) were dissolved in the above solution and stirred
vigorously for another 12 h. The obtained mixture was fed
into a syringe with 0.8 mm needle. An 18 kV voltage was
applied on the needle tip, and the collector is kept at a
distance of 15 cm to obtain the nanofibers and named as
PAN/PVP/AC nanofibers. The above PAN/PVP/AC nano-
fibers (with an average weight of 0.4 g) were treated with
deionized water at 90 °C for 1 h to remove PVP, which was
named as PAN/AC nanofibers. The proportion of remained
PVP could be calculated by formula S1. Then the PAN/AC
nanofibers were placed into EDA with concentration of
10%, 15%, 20%, 25% and 30% at 90 °C for 2 h and named
as APAN/AC nanofibers (Scheme 1). Finally, the obtained
nanofibers were washed with water until neutral and then
dried at 60 °C in the vacuum for 4 h. PAN nanofibers were
also prepared by electrospinning without AC and used as a
control in this study.
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2.2.2 Characterization

The surface morphology of nanofibers was observed by
scanning electron microscope (SEM, Auriga FIB SEM,
Zeiss, Germany), atomic force microscopy (AFM, Bruker
Dimension FastScan) and transmission electron micro-
scope (TEM, Tecnai G2 F20, FEI, U.S.). The chemical
components of nanofibers were determined by X-ray
diffractometry (XRD, Bruker D8 Advance ECO), fourier
transform infrared spectroscopy (FTIR, Tensor27) and X-
ray photoelectron spectroscopy (XPS, AXIS Supra,
Kratos, UK). The grafting rate of nanofibers was
determined by thermal gravimetric analyzer (TGA,
NETZSCH STA 2500) and calculated by formula S2.
The pore size distribution and the specific surface area
were analyzed by Brunauer-Emmett-Teller and Barret-
Joyner-Halenda (BET and BJH, ASAP2460). The contact
angles were investigated by a contact angle goniometer
(JC2000C Contact Angle Meter, Powereach Co.). The
elongation at break was analyzed by Instron Mechanical
Tester. The concentration of solution was measured by
flame atomic absorption spectrophotometer (AAS, TAS-
990). The porosity of the nanofibers was determined by the
gravimetric analysis method [17]. The point of zero charge
(pHpzc) for nanofibers was determined through the pH-drift
method [17].

2.3 Adsorption experiments

The adsorption experiments were performed in a thermo-
static shaker with a shaking speed of 150 r$min–1. To
investigate the effect of initial pH, 10.0 mg APAN/AC
nanofibers was added into 20 mL Cr(VI) or MO solution
(80 mg$L–1) with the pH value from 1 to 6, and then shaken
for 4 h at a certain temperature. The pH was adjusted with
0.1 mol$L–1 HCl or 0.1 mol$L–1 NaOH solution. The

adsorption capacity (qe, mg$g–1) and removal rate (R,%) of
the Cr(VI) and MO were calculated by the following
equations (1) and (2), respectively:

qe ¼
ðC0 –CeÞv

m
, (1)

R %ð Þ ¼ C0 –Ce

C0
� 100, (2)

where the qe (mg$g–1) is adsorption amount at equilibrium
time, C0 and Ce (mg$L–1) are the concentration of Cr(VI)
and MO solution at initial and equilibrium, respectively, v
(mL) is the liquid phase volume, and m (mg) is the mass of
the adsorbent. Then, 10.0 mg nanofibers was added into 20
mL Cr(VI) or MO solution with the initial concentration
ranging from 10 to 300 mg$L–1 for the adsorption isotherm
experiments. Langmuir and Freundlich isotherm models
were used to fit the adsorption isotherm. The equations can
be expressed as (3) and (4), respectively:

Ce

qe
¼ 1

KLqm
þ Ce

qm
, (3)

lnqe ¼ lnKF þ
1

n
lnCe, (4)

where the KL (L$mg–1) and KF (mg$g–1) are the
equilibrium Langmuir constant and Freundlich constant,
respectively, and n is the heterogeneity factor of the
adsorption intensity of the adsorbent. The qe and qm are the
equilibrium and maximum adsorption amount (mg$g–1),
respectively, and Ce (mg$L–1) is the concentration of
Cr(VI) and MO solution at equilibrium.
The adsorption kinetics experiments were conducted by

adding 10.0 mg nanofibers into 50 mL Cr(VI) or MO
solution (60 mg$L–1). The pseudo-first-order adsorption

Scheme 1 Schematic diagram of the whole preparation process for APAN/AC nanofibers.
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model, pseudo-second-order adsorption model and Weber-
Morris model were used as adsorption kinetic models, the
Eqs. were expressed as (5)–(7):

lnðqe – qtÞ ¼ lnqe – k1t, (5)

t

qt
¼ 1

k2q
2
e
þ t

qe
, (6)

qt ¼ k3t
0:5 þ c, (7)

where the k1 (min–1), k2 (mg$g–1$min–1) and k3
(mg$g–1$min–1) are the absorption rate constants of
pseudo-first-order, pseudo-second-order and Weber-Mor-
ris models, respectively, qe and qt are the equilibrium and
instant adsorption amount (mg$g–1), respectively.
The effect of temperature experiments were conducted

using the mixture of 10.0 mg nanofibers and 20 mL Cr(VI)
or MO solution (80 mg$L–1), under 20 °C, 30 °C, 40 °C
and 50 °C, respectively. The standard Gibbs free energy
change (ΔG0), standard enthalpy change (ΔH0), and
standard entropy change (ΔS0) were calculated as
Eqs. (8–10):

lnKd ¼
ΔS0

R
–
ΔH0

RT
, (8)

Kd ¼
qeðm=vÞ

Ce
, (9)

ΔG0 ¼ –RT lnKd, (10)

where the Kd is the adsorption equilibrium constant,
R (8.314 J$mol–1$k–1) is the universal gas constant, and T
(K) is the temperature.

3 Results and discussion

3.1 Preparation and characterization of the nanofibers

3.1.1 Optimization of preparation conditions

Amine-rich porous nanofibers were synthesized by
integrating AC and PAN via electrospinning method and
followed by an amination treatment. It was noted that the
optimal mass ratio of the added AC to PAN nanofibers was
0.15:1. Lower ratio failed to effectively increase the
porosity of nanofibers (Fig. S1, cf. ESM), while higher
ratio hindered nanofibers formation and significantly
reduced the grafting rate (Fig. S2, cf. ESM). Thus,
nanofibers with the AC-to-PAN ratio of 0.15 were used.
The nanofibers were grafted by amine groups through
amination treatment. The grafting rate of APAN/AC
nanofibers was efficiently regulated by the concentration

of EDA solution. A higher amine density means more
adsorption sites, which is propitious to improve adsorption
ability. Here, the maximum amine grafting rate was
20.6 wt-% under the EDA concentration of 20 wt-%
(Fig. S3, cf. ESM). When the concentration of EDA was
over 20 wt-%, the amine grafting of APAN/AC nanofibers
was decreased because excessive EDA may corrode PAN
nanofibers [35]. In addition, the amine grafting rate of
APAN nanofibers was 21.5 wt-%, which was slightly
higher than that of the APAN/AC nanofibers under the
identical grafting conditions (Fig. S4, cf. ESM). It
indicated that the effect of such AC ratio on nanofibers
grafting reaction was negligible. It was concluded that the
preparation conditions of amine-rich porous nanofibers
were the AC ratio of 0.15 and the EDA concentration of
20 wt-%.

3.1.2 Characterization

SEM images show that the average diameter of PAN
nanofibers is 236 nm (Fig. 1(b)). The incorporation of AC
slightly increased the diameter of APAN/AC nanofibers to
256 nm. In addition, some of the AC particles are observed
on the surface of APAN/AC nanofibers shedding of non-
compact AC particles caused by washing (Fig. 1(d)).
Figure S5 (cf. ESM) is the cross-sectional TEM image of
APAN/AC nanofibers with the irregular shape of AC
marked in red frame, which indicates that the AC has been
incorporated into the nanofibers. AFM results show that
the hybridization and ammoniation simultaneously bring
an obvious change in surface roughness (Ra), from 102.3
for PAN to 136.5 nm for APAN/AC nanofibers (Figs. 1(e)
and 1(f)). The increase in the surface roughness of APAN/
AC nanofibers contributes to the adsorption rate by
promoting droplet spreading.
The chemical features of nanofibers were analyzed by

FTIR spectroscopy (Fig. 2(a) and Fig. S6(a) (cf. ESM)).
The peak at 2249 cm–1 represents the C≡N stretching of
PAN nanofibers, which appears in all nanofibers. Com-
pared with PAN/PVP/AC nanofibers, the peak at 3300–
3500 cm–1 of PVP becomes negligible in PAN/AC
nanofibers, indicating that the PVP has almost disappeared.
Furthermore, the residual amide peak (3300–3500 cm–1) of
PVP remained stable in APAN/AC nanofibers. Moreover,
compared with PAN nanofibers, the C≡N in the PAN/AC
nanofibers becomes weaker, which is attributed to the
effect of the hybridized AC by hydrogen bonding
interaction with PAN nanofibers. The C≡N of PAN
nanofibers are weaker in APAN/AC nanofibers than that
in PAN/AC nanofibers. Meanwhile, a new peak related to
N–H stretching bond of amine groups appears at
1574 cm–1, which demonstrates that amine groups have
been successfully grafted onto PAN nanofibers. In
addition, XRD patterns were also analyzed (Fig. 2(b) and
Fig. S6(b)). All nanofibers patterns show a diffraction peak
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at 2q = 14.96°, corresponding to the (2 0 0) plane of PAN.
The crystalline peak of PAN nanofibers and the semi-
crystalline peak of PVP (2q = 22.67°) in PAN/AC
nanofibers are significantly weaker than that in PAN/
PVP/AC nanofibers, suggesting that most PVP has been
removed. Moreover, compared with PAN/AC nanofibers,
the variation of crystallization peak strength of APAN/AC
nanofibers is negligible, which indicate that the amine

groups have weak effect on the crystallization of
nanofibers. The chemical components of APAN/AC
nanofibers were further confirmed by XPS. The C 1s
spectrum of APAN/AC nanofibers shows four peaks
respectively at 284.8, 285.1, 285.9 and 287.2 eV due to
C–C, C–N/C–O, O = C–N and O = C–O groups (Fig. 2(c)).
The C–N peak of C 1s spectrum suggests the combination
of PAN and AC. While the N 1s spectrum forms three

Fig. 2 (a) FTIR pattern and (b) XRD spectra of AC, PVP, PAN, PAN/PVP/AC, PAN/AC and APAN/AC nanofibers, and (c) C 1s and
(d) N 1s spectra of APAN/AC nanofibers.

Fig. 1 Surface SEM images of (a), (b) PAN and (c), (d) APAN/AC nanofibers; AFM images of (e) PAN and (f) APAN/AC nanofibers.
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peaks at 398.1, 399.1 and 399.7 eV, corresponding to C≡N,
N–C and –NH2/–NH–, respectively (Fig. 2(d)). The –NH2/
–NH– peak of N 1s spectrum further proves the amination
of PAN by EDA.
Elemental analysis of PAN/PVP/AC, PAN/AC and

APAN/AC nanofibers were performed and the results
were shown in Table 1. The H element content of PAN/AC
nanofibers (5.38%) is 1.43% lower than that of the PAN/
PVP/AC nanofibers (6.81%), which might be attributed to
the removal of PVP. In contrast, the N element content and
C/N ratio of APAN/AC nanofibers are increased by 0.63%
and dropped by 4.3%, respectively, compared with that of
the PAN/AC nanofibers. It indicates that the amine groups
have been successfully grafted on the surface of PAN/AC
nanofibers.

The pore structure of PAN, PAN/AC and APAN/AC
nanofibers was analyzed by BET and shown in Table 2.
The specific surface area of APAN/AC nanofibers is
76.2 m2$g–1, which is the highest among these three
nanofibers and followed by the PAN and PAN/AC
nanofibers with the specific surface area of 32.3 and 68.5
m2$g–1, respectively. Although the diameter of APAN/AC
nanofibers is larger than PAN nanofibers, APAN/AC
nanofibers have a larger specific surface area, which is
different from reported literature [36]. Moreover, the
change in pore volume is consistent with the specific
surface area. Such phenomenon might because of the rich
porous structures inside APAN/AC nanofibers created by
porous AC. The pore feature of PAN, PAN/AC and APAN/
AC nanofibers was analyzed by N2 adsorption/desorption
isotherms as depicted in Fig. 3(a). The adsorbed volume is
relatively high in the p/p0 range of 0.7–1.0, the high
hysteresis loop indicating the presence of mesoporous
structure in nanofibers [10]. As shown in Fig. 3(b), the
introduction of AC significantly increases the mesoporous
of the PAN/AC and APAN/AC nanofibers, ranging from
10 to 50 nm, as compared to the PAN nanofibers. Such
phenomenon demonstrates that AC creates additional
mesoporous structure. The vast porous structure would
benefit the mass diffusion and adsorption capacity, which
is a critical advantage over the traditional nanofibers.
Another key factor of adsorbents is the hydrophilic/

hydrophobic property. The contact angle of AC, PAN,
APAN and APAN/AC nanofibers was measured. As a
typical material with high surface area and porosity, the
contact angle of AC reached 2.6° when contacting with the

water drop instantly (Fig. S7(a), cf. ESM). Figure 3(c)
shows the water contact angles of APAN and APAN/AC
nanofibers. Their contact angles are approached at initial,
but the contact angle of APAN/AC nanofibers is declined
visibly faster than that of APAN nanofibers. The final
contact angles of APAN and APAN/AC nanofibers are
41.3° and 3.2°, respectively, while that of the PAN
nanofibers is 65.3° (Fig. S7(b)). Thus, it could be
concluded that the introduction of amine groups increase
the hydrophilicity, and the porous AC enhances the
molecule diffusion inside the nanofibers. Moreover, the
hydrophilicity of the nanofibers was further confirmed by
water uptake capacity. The water uptake capacity of
APAN/AC nanofibers is 267%, which is much higher than
that of APAN nanofibers (166%, Fig. S8, cf. ESM). The
highly increased water uptake capacity should be attributed
to the porous structure of AC. Collectively, these results
imply that APAN/AC nanofibers have the characteristics of
high hydrophilicity, water uptake capacity and enhanced
molecule diffusion capacity, which would increase the
contact of wastewater and further benefit the adsorption of
metal ions and dyes.
The structure stability of APAN/AC nanofibers was

explored in terms of tensile strain, Young’s modulus and
swelling degree. Figure S9(a) (cf. ESM) shows that the
tensile strain of APAN/AC nanofibers is lower than that of
APAN nanofibers, which is consistent with the general
trend of nanofiller-doped polymers [37]. On the contrary,
the Young’s modulus of APAN nanofibers is 16.6 MPa,
lower than that of APAN/AC nanofibers (75.0 MPa,
Fig. S9(b)), indicating the mechanical properties of
nanofibers could be enhanced by compositing AC.
Besides, under the identical ammoniating condition, the
swelling degree of APAN nanofibers is higher than that of
APAN/AC nanofibers (Figs. S10 and S11, cf. ESM). This
is because the AC in the PAN polymer matrix inhibits PAN
chains mobility and thus limits the swelling degree of
nanofibers. The enhanced of nanofibers structure stability
guarantees the possibility of long-term operation stability.

3.2 Adsorption performances of nanofibers

3.2.1 Effect of initial pH

The pH value is an important factor affecting adsorption.
To explore its influence, this study investigated the
adsorption of Cr(VI) and MO by APAN/AC nanofibers
with a pH ranging from 1.0 to 6.0. The initial pH of

Table 1 Element analysis results of PAN/PVP/AC, PAN/AC and

APAN/AC nanofibers

Samples N/% C/% H/% C/N

PAN/PVP/AC 15.78 60.99 6.81 3.87

PAN/AC 17.93 61.63 5.38 3.44

APAN/AC 18.56 61.72 6.30 3.33

Table 2 Specific surface area and pore volume of PAN, PAN/AC and

APAN/AC nanofibers

Samples Specific surface area/(m2$g–1) Pore volume/(cm–3$g–1)

PAN
PAN/AC
APAN/AC

32.3
68.5
76.2

0.039
0.105
0.165
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aqueous solution plays a key role in adsorption due to its
influence on the surface properties of adsorbent and the
ionization/dissociation of adsorbate molecule. It has been
reported in the literature that HCrO4

– and Cr2O7
2– are

predominant of Cr(VI) in the pH range of 2.0–6.0. MO has
two chemical structures and its chromophores of anthra-
quinone and azo bond are altered depending on solution
pH (Fig. S12, cf. ESM). To better understand the
adsorption process of surface charge of the APAN/AC
nanofibers, pHpzc of PAN/AC and APAN/AC nanofibers
were measured. The pHpzc of APAN/AC nanofibers is
7.23, which is much higher than 3.26, the pH of PAN/AC
nanofibers, suggesting a high positive surface charge is
generated due to the grafted amine groups (Fig. 4(a)). The
positive charge appeared with the protonation of amine
groups in a solution of pH< pHpzc [38]. Figure 4(b) shows
the adsorption capacity first increased and then decreased
with the increase of pH, and reaches maximum value at
pH = 3.0. These results can be explained that positive
charges exert strong electrostatic attractions to Cr(VI) and
MO [39]. Concretely, the HCrO4

– and Cr2O7
2– of Cr(VI)

and the sulfonic group of MO interact with the protonated
amine groups of nanofibers by the electrostatic interaction.

However, the adsorption capacity gradually decreased
when the pH is lower than 3.0, because the oxidation of
chromate solution becomes strong and easily participates
in the redox reactions with other substances. Nevertheless,
the redox process is mainly affected by the pH value and
the influence becomes strong in the range of pH 0 to 2.0
[40,41]. Thus, the effect of redox reaction on the stability
of APAN/AC nanofibers is limited in our experimental
range and the ideal initial pH for Cr(VI) and MO removal
is 3.0.

3.2.2 Adsorption isotherms

The adsorption capacity of nanofibers was described by the
equilibrium isotherms. Figures 5(a) and 5(b) reveal that the
adsorption capacity of nanofibers to Cr(VI) and MO
increases with the increase of ions concentration, and then
reaches a plateau. The maximum adsorption capacities to
Cr(VI) and MO of the APAN/AC nanofibers are 284 and
248 mg$g–1, respectively. Compared with APAN and PAN/
AC nanofibers, the adsorption capacity of APAN/AC
nanofibers is enhanced by 2 and 4 times, respectively. It
highlighted that the introduction of extra storage space

Fig. 3 (a) N2 adsorption/desorption isotherm and (b) pore size distribution of PAN, PAN/AC and APAN/AC nanofibers, and (c) the
water contact angles of APAN and APAN/AC nanofibers.

Fig. 4 (a) The DpH against pHinitial plot for PAN/AC and APAN/AC nanofibers, and (b) the adsorption capacity of APAN/AC nanofibers
at different pH.

990 Front. Chem. Sci. Eng. 2021, 15(4): 984–997



inside nanofibers and adsorption groups on the surface
could provide adequate physical space and adsorption sites
for ultrahigh adsorption capability. Langmuir model (Figs.
5(c) and 5(d)) and Freundlich model (Figs. S13(a) and S13
(b), cf. ESM) were also used to fit the adsorption results.
The corresponding specific parameters and correlation
coefficients (R2) are listed in Table 3. The results indicate
that the adsorption plots obey Langmuir model with an R2

value over 0.99, implying that the adsorption process is
more inclined to a monolayer adsorption. Furthermore, the
maximum adsorption capacity from the Langmuir model is

quite in agreement with the experimental data. Compared
with other reports (Tables S2 and S3, cf. ESM), the present
study achieved better adsorption capacity for Cr(VI) and
MO, proving the superiority of these amine-rich porous
nanofibers.

3.3 Adsorption kinetics

In order to demonstrate the enhancement of adsorption rate
of APAN/AC nanofibers, the adsorption kinetics of
nanofibers to Cr(VI) and MO were investigated and the

Fig. 5 Adsorption isotherms plots for APAN/AC, APAN, and PAN/AC nanofibers of (a) Cr(VI) and (b) MO, and Langmuir plots of (c)
Cr(VI) and (d) MO.

Table 3 Adsorption isotherms parameters for APAN, PAN/AC and APAN/AC nanofibers

Adsorbate
Langmuir isotherm Freundlich isotherm

qcal /(mg$g–1) KL /(L$mg–1) R2 KF n R2

APAN Cr(VI) 126 0.71 0.9993 43.35 4.29 0.6068

MO 115 0.43 0.9997 34.32 3.89 0.6063

PAN/AC Cr(VI) 53 0.26 0.9997 21.91 3.15 0.8993

MO 63 0.37 0.9992 21.79 2.98 0.7951

APAN/AC Cr(VI) 288 0.62 0.9995 78.07 5.79 0.6889

MO 254 0.36 0.9996 59.34 4.63 0.6793
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results were shown in Figs. 6(a) and 6(b). All the
adsorption processes shows two stages: the rapid adsorp-
tion at the beginning and the followed slow adsorption
stage until adsorption reaches equilibrium. To gain a
comprehension of the kinetics and the kinetic mechanism,
the pseudo-first-order (Figs. S14(a) and 14(b), cf. ESM)
and pseudo-second-order (Figs. 6(c) and 6(d)) models
were used to model the kinetic data. The related kinetic
parameters are listed in Table 4. The correlation coefficient
(R2) suggest that all the adsorption data are better described
by the pseudo-second-order kinetic model [42]. Moreover,
the order of adsorption rate is APAN/AC>APAN>
PAN/AC nanofibers. These results suggest that the
predominant mechanism is based on the electrostatic
interaction of amine groups. Furthermore, the adsorption
rate of APAN/AC nanofibers is faster, almost 2 times of the
APAN nanofibers, which infers that the vast porous
structure would benefit to the diffusion of metal ions and
dyes, thereby significantly increasing the adsorption rate of
APAN/AC nanofibers. The weber-morris model was
employed to further evaluate the diffusion mechanism.
Figures 6(e) and 6(f) clearly show that the adsorption
processes can be divided into two stages. In the first stage,
the metal ions and dyes move toward the surface of
nanofibers and the adsorption rate is faster. In the second
stage, the fitted curves exhibit a comparatively low
slope and tend to be flat in virtue of the decrease of
available active sites. Neither of the lines pass through the

origin, suggesting that both amine groups and porous
structure affect the adsorption rate of APAN/AC nanofi-
bers.

3.4 Thermodynamic evaluation of adsorption

The interaction between nanofibers and adsorbates can be
sufficiently explained by DG0, DH0 and DS0. The thermo-
dynamic values were calculated from Fig. S15 (cf. ESM).
The corresponding parameters of nanofibers are listed in
Table 5 and Table S4 (cf. ESM). Negative values of DG0

and positive values of DS0 prove that the adsorption is a
spontaneous process. Positive values of DH0 provide the
evidence for the endothermic process. Therefore, higher
reaction temperature is beneficial for the adsorption
process. Generally, the value of ΔH0 ranged from 2.1
to 20.9 kJ$mol–1, and 80 to 200 kJ$mol–1 represent
physical and chemical adsorption process, respectively
[43]. The ΔH0 values indicate that chemisorption process
occurs on APAN nanofibers (81.89, 89.90 kJ$mol–1) and
physical adsorption process on PAN/AC nanofibers
(2.18, 2.43 kJ$mol–1). By comparison, the ΔH0 values of
APAN/AC nanofibers to Cr(VI) and MO are 54.76 and
61.69 kJ$mol–1, respectively, which are closer to the realm
of physicochemical adsorption. This corresponds to its
structure: one part of the metal ions and dyes is bind to
amine groups by chemisorption, and the other part enters
the AC by physical adsorption.

Fig. 6 Adsorption kinetics plots for APAN/AC, APAN, and PAN/AC nanofibers of (a) Cr(VI) and (b) MO, pseudo-second-order kinetic
plots of (c) Cr(VI) and (d) MO, and Weber–Morris kinetics plots of (e) Cr(VI) and (f) MO.
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3.5 Adsorption mechanism

The FTIR analysis was performed before and after the
adsorption and was utilized to clarify the adsorption
mechanism (Fig. 7). The broad-band ranging of 3300–
3500 cm–1 corresponds to the overlapping bands of –OH
and the stretching vibration of N–H groups. It exhibits the
intensity is decreased after adsorbing Cr(VI) or MO,
implying the hydrogen-bonding interaction between the
adsorbent and adsorbate. Moreover, the bending vibration
band of N–H decreased significantly from 1564 to 1557
and 1559 cm–1 after adsorbing Cr(VI) and MO, respec-
tively. The band shift and intensity weakness together
suggest that the N–H of APAN/AC nanofibers plays an
important role in the electrostatic interaction which make
the surface of adsorbent positively charged. Compared
with APAN/AC nanofibers, the peak strength of C = O at
1730 and 1663 cm–1 of PAN and PVP, got weaker after
adsorption. However, the PAN nanofibers and pure PAN
nanofibers remained 7.89% PVP had negligible adsorption
ability as compared to APAN/AC nanofibers (Fig. S16, cf.
ESM)). Thus, the weaker peak intensity should be
attributed to the attachment of adsorbed ions on nanofibers,
which affects the vibration of C = O peak. The adsorption
of AC inside the nanofibers is mainly due to the hydrogen
bonding interaction of –OH with the HCrO4

– and Cr2O7
2–

of Cr(VI) or the sulfonic group of MO. The aforemen-
tioned analyses demonstrate that the force between the
adsorbent and the adsorbate in the adsorption process is

mainly the electrostatic interaction and hydrogen-bonding
interaction. Furthermore, the adsorption mechanism of the
APAN/AC nanofibers includes the synergistic interaction
with amine groups and AC, corresponding to the
aforementioned analyses (Scheme 2).

3.6 Effect of coexisting anions and adsorption cycles

There are multiple anions existing in natural polluted
waters, which could reduce the adsorption efficiency of

Table 4 Adsorption kinetics parameters for APAN, PAN/AC and APAN/AC nanofibers

Adsorbate
Pseudo-first-order model Pseudo-second-order model Weber–Morris model

K1 R2 K2 R2 K3.1 R2 K3.2 R2

APAN Cr(VI) 0.029 0.8271 2.03�10-4 0.9913 10.89 0.9935 0.25 0.9905

MO 0.036 0.6495 1.86�10-4 0.9937 10.02 0.9628 0.63 0.9802

PAN/AC Cr(VI) 0.029 0.7317 1.53�10-4 0.9926 4.57 0.9998 1.31 0.9956

MO 0.026 0.7596 1.56�10-4 0.9951 5.81 0.9803 1.23 0.9939

APAN/AC Cr(VI) 0.018 0.9455 2.13�10-4 0.9973 40.21 0.9945 2.23 0.9605

MO 0.023 0.7549 1.87�10-4 0.9916 26.12 0.9987 0.41 0.9963

Table 5 The thermodynamic parameters of APAN/AC nanofibers

Item Temperature/K DG0/(kJ$mol–1) DH0/(kJ$mol–1) DS0/(J$mol–1$K–1)

Cr(VI) 293 – 4.45 54.76 202.09

303 – 6.47

313 – 8.49

323 – 10.51

MO 293 – 4.17 61.69 224.78

303 – 6.42

303 – 8.67

323 – 10.92

Fig. 7 FTIR spectra of pure APAN/AC nanofibers and after
adsorption.
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APAN/AC nanofibers. Thus, it is necessary to study the
effect of coexisting anions, and Cl–, SO4

2– and NO3
– are

chosen as the representative competition anions [44]. The
concentration of the anions used in the experiment was
10 mmol$L–1 and the concentration of Cr(VI) or MO was
80 mg$L–1. Figure 8(a) shows that these ions have little
effect on adsorption capacity. In comparison, the effect of
SO4

2– is higher than Cl– and NO3
–. The different attractions

of APAN/AC nanofibers toward ions mainly depend on the
ion charge density [45].
To assess the reusability of APAN/AC nanofibers,

adsorption-desorption recycling to Cr(VI) and MO was
performed (Fig. 8(b)). The cyclic experiments show that
the adsorption capacity of APAN/AC nanofibers to Cr(VI)
and MO remains at 88% and 82% after nine cycles,
respectively. The mass loss of APAN/AC nanofibers is
only 11% (Fig. S17, cf. ESM) and the characteristic
absorption peaks of recycled APAN/AC nanofibers change
slightly (Fig. S18, cf. ESM). The shedding of AC is the

main cause of the mass loss of APAN/AC nanofibers. The
minor-change of characteristic adsorption peaks might
because of the destruction of functional groups during the
cycling experiment. The above reasons collectively lead to
the decrease of adsorption performance. For a further
research, the APAN/AC nanofibers were soaked in acidic,
alkaline, saline and DMF solutions for 7 d. As shown in
Fig. S19 (cf. ESM), the nanofibers show a stable structure
and maintain integrated structure except for being
dissolved in DMF. All these results suggest that the
APAN/AC nanofibers possess excellent physical and
chemical stabilities, solvent resistance and reusability,
and have great promise as a recyclable adsorbent for
wastewater treatment.

4 Conclusions

In summary, the amine-rich porous nanofibers were

Scheme 2 Schematic illustration of APAN/AC nanofibers for Cr(VI) and MO adsorption in wastewater.

Fig. 8 (a) Effect of coexisting ions and (b) regeneration cycle study.
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developed successfully by integrating AC and PAN via
electrospinning method and a followed amination treat-
ment. Grafting amine groups on the surface of nanofibers
endow APAN/AC nanofibers with electrostatic interac-
tions, high hydrophilicity and abundant surface adsorption
sites. In addition, the AC inside nanofibers endows APAN/
AC nanofibers additional storage space, enhanced mechan-
ical stability and molecule diffusion inside the nanofibers.
The adsorption process of APAN/AC nanofibers obeys
Langmuir adsorption and readily realizes ultrahigh adsorp-
tion capacity of 284 mg$g–1 for Cr(VI) and 248 mg$g–1 for
MO, which is higher than most of the reported nanofiber-
based adsorbents. In addition, APAN/AC nanofibers
exhibit a rapid adsorption rate due to the electrostatic
interaction of amine groups, which plays a crucial role in
the adsorption process. Moreover, the vast porous structure
further promotes the adsorption rate. The adsorption
thermodynamic of APAN/AC nanofibers is close to the
realm of physicochemical adsorption due to the amine-rich
porous structure. Furthermore, the nanofibers show
excellent reusability and can maintain 80% adsorption
capacity after nine cycles. Considering the low cost of AC
and PAN, ease of industrial preparation, excellent
reusability and high adsorption capacity, the nanofibers
developed in this study might be a promising material in
the field of wastewater treatment.
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