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[bookmark: _Hlk143264200]Fig. S1. TEM image of ZIF-8 nanoparticles.
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Fig. S2. The current-time curves of DC polarization and Nyquist plots before and after polarization in the Li/GPE/Li cell assembled by CP, ACP, ZIF-8@ACP and Celgard separators.
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