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Fig. S1 O 1s XPS spectra of CoHS.
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Fig. S2 (a) Co 2p and (b) O 1s of XPS spectra for CoHP.



800

600F

400F

200f

Current Density / mA em™

-200

10 05 00 05 1.0
Potential / V vs. SCE

Fig. S3 CV curves of CoHS before data collection in the electrochemical testing.



